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' METRO LIMITS |

LIMITS

RESULTS
CHROME

COPPER CHROME

NICKEL ZING NICKEL ZINC ’
ALASKAN COPPER WORKS B ALASKAN COPPER WORK
3200 FACILITY 3200 FACILITY
APRIL 2, 1998 APRIL 9, 1998
COMPOSITE M10584 GRAB M10656
i
[ VISUAL REPRESENTATIONOF THELABRESULTS
CHROME COPPER -NICKEL: ZINC CHROME COPPER NICKEL ZINC
RESULTS ~ 0.59 0.29 0.47 0.05 RESULTS - 025 019 022 0.05
LIMITS 275 3.00 2.50 2.61 LIMITS 2.75 3.00 250 2.61
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RESULTS
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ALASKAN COPPER WORKS - ALASKAN COPPER WORKS
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APRIL 10, 1998 . APRIL 16, 1998
COPMOSITE M10672 COMPOSITE M10726

VISUAL REPRESENTATION OF THE LAB RESULTS
- J ‘

CHROME COPPER . NICKEL . ZINC CHROME COPPER NICKEL ZINC

RESULTS  0.50 0.48 0.54 0.06 ~RESULTS  0.22 0.27 0.35 0.06
LIMITS 2.75 3.00 2.50 261 LIMITS 2.75 3.00 2.50 2.61
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RESULTS
CHROM
OME COPPER

NICKEL

ZINC

ALASKAN COPPER WORKS
3200 FACILITY
APRIL 30, 1998
COMPOSITE M76335

o VISUAL REPRESENTATION OF THE LAB RESULTS N

CHROME COPPER NICKEL
RESULTS = 0.53 0.40 0.51
LIMITS 2.75 3.00 2.50

ZINC
0.12
2.61

CHROME COPPER  NICKEL . . ZINC
RESULTS 067 0.52 1.10 0.17

LIMITS 2.75 3.00 250 2.61
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